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Ring for SDR9 Cross-linked Polyethylene (PEX) Tubing

F2160-05 Specification for Solid Wall High Density Polyethylene (HDPE)
Conduit Based on Controlled Outside Diameter (OD)

F2164-02 Practice for Field Leak Testing of Polyethylene (PE) Pressure Piping
Systems Using Hydrostatic Pressure

F2165-02 Specification for Flexible Pre-Insulated Piping

F2176-02 Specification for Mechanical Couplings Used on Polyethylene
Conduit, Duct and Innerduct

F2206-02 Specification for Fabricated Fittings of Butt-Fused Polyethylene
(PE) Plastic Pipe, Fittings, Sheet Stock, Plate Stock, or Block Stock

F2207-02 Specification for Cured-in-Place Pipe Lining System for
Rehabilitation of Metallic Gas Pipe

F2231-02E01 Test Method for Charpy Impact Test on Thin Specimens of
Polyethylene Used in Pressurized Pipes

F2261-06 Test Method for Pressure Rating Poly(Vinyl Chloride) (PVC) Plastic
Pipe Fittings, Schedule 40 and 80 Socket-Type.

F2262-05 Specification for Crosslinked Polyethylene/Aluminum/Crosslinked
Polyethylene Tubing OD Controlled SDR9

F2263-05 Test Method for Evaluating the Oxidative Resistance of
Polyethylene (PE) Pipe to Chlorinated Water

F2306_F2306M-05 Specification for 12 to 60 in. \[300 to 1500 mm\] Annular
Corrugated Profile-Wall Polyethylene (PE) Pipe and Fittings for Gravity-Flow
Storm Sewer and Subsurface Drainage Applications

F2307-03 Specification for Series 10 Poly(Vinyl Chloride) (PVC) Closed Profile



Gravity Pipe and Fittings Based on Controlled Inside Diameter

F2330-04 Test Method for Evaluating the Oxidative Resistance of Multilayer
Polyolefin Tubing to Hot Chlorinated Water

F2331-04 Test Method for Determining Chemical Compatibility of Thread
Sealants with Thermoplastic Threaded Pipe and Fittings Materials

F2389-06 Specification for Pressure-rated Polypropylene (PP) Piping Systems
F2418-05 Specification for Polypropylene (PP) Corrugated Wall Stormwater
Collection Chambers

F2433-05 Test Method for Determining Thermoplastic Pipe Wall Stiffness
F2434-05 Specification for Metal Insert Fittings Utilizing a Copper Crimp Ring
for SDR9 Cross-linked Polyethylene (PEX) Tubing and SDR9 Cross-linked
Polyethylene/Aluminum/Cross-linked Polyethylene (PEX-AL-PEX) Tubing
F2435-05 Specification for Steel Reinforced Polyethylene (PE) Corrugated
Pipe

F2509-06 Specification for Field-assembled Anodeless Riser Kits for Use on
Outside Diameter Controlled Polyethylene Gas Distribution Pipe and Tubing
F2536-06B Guide for Installing Plastic DWV Piping Suspended from On-Grade
Slabs

F2561-06 Practice for Rehabilitation of a Sewer Service Lateral and Its
Connection to the Main Using a One Piece Main and Lateral Cured-in-Place
Liner

F2599-06 Practice for The Sectional Repair of Damaged Pipe By Means of An
Inverted Cured-In-Place Liner

F2600-06 Specification for Electrofusion Type Polyamide-11 Fittings for
Outside Diameter Controlled Polyamide-11 Pipe and Tubing
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